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Abstract Photoconductive antennas are promising sources of
terahertz radiation that is widely used for spectroscopy, charac-
terization, and imaging of biological objects, deep space studies,
scanning of surfaces, and detection of potentially hazardous
substances. These antennas are compact and allow for genera-
tion of both ultrabroadband pulses and tunable continuous wave
terahertz signals at room temperatures, with no need for high-
power optical sources. However, such antennas have relatively
low energy conversion efficiency of femtosecond laser pulses or
two close pump wavelengths (photomixers) into the pulsed and
continuous terahertz radiation, correspondingly. Recently, an
approach to solving this problem that involves known methods
of nanophotonics applied to terahertz photoconductive antennas
and photomixers has been proposed. This approach comprises
the use of optical nanoantennas for enhancing the absorption of
pump laser radiation in the antenna gap, reducing the lifetime
of photoexcited carriers, and improving the antenna thermal
efficiency. This Review is intended to systematize the main re-
sults obtained by researchers in this promising field of hybrid
optical-to-terahertz photoconductive antennas and photomixers.
We summarize the main results on hybrid THz antennas, com-
pare the approaches to their implementation, and offer further
perspectives of their development including an application of
all-dielectric nanoantennas instead of plasmonic ones.
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1. Introduction

The terahertz (THz) spectral range of electromagnetic waves
(0.1–10 THz), lying between the microwave and optical re-
gions, is of great interest, primarily due to the fact that
in this band of the electromagnetic spectrum reside the
frequencies of some elementary excitations in semicon-
ductors and dielectrics [1–12], as well as rotational and
vibrational resonances of complex, including biological,
molecules [13–21]. As a result, THz waves have a tremen-
dous number of applications in areas ranging from the de-
tection of dangerous or illicit substances [6, 13, 22–27] and
biological sensing [28–33] to diagnosis and treatment of
diseases in medicine [20, 21, 34–41]. Moreover, this fre-
quency band is of special importance for spectroscopy in
astrophysics [42–47] because many astrophysical objects
emit in the THz range of the spectrum. In addition, the THz
technology is promising for wireless communication sys-

tems [48,49] as a complementary technology to transmitters
and receivers operating in high-frequency and microwave
ranges, because it can potentially increase the speed of data
transfer by hundreds of times [50–55]. Although, there are
some reasonable hurdles, like strong absorption of THz
waves by metals and water, on the way to the real life ap-
plication of THz wireless technology to add bandwidth to
mega- and gigahertz frequency devices [56–58], a signifi-
cant progress has already been made [5, 59–61].

Until relatively recently, the generation of coherent THz
waves was an extremely difficult task. However, research in
semiconductors [7, 8, 62–66], and in the interaction of short
(compared with all relaxation times) optical pulses with
semiconductor and nonlinear materials (photoconductivity
effect [67, 68]) stimulated the development of compact low-
power

(
∼ 10−14J/pulse

)
THz radiation transmitters.
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Figure 1 Illustration of the hybrid antenna advantages over conventional one.

Nowadays, the most common method for a low power
THz generation by conversion of an optical pump involves
the use of semiconductor structures with a surface conduc-
tivity [69, 70]. Two or more conductive electrodes spaced
by a certain gap are deposited onto a semiconductor surface
(Figure 1, left side). The electrodes are biased by the exter-
nal voltage of several V. Such structure is referred to as THz
photoconductive antenna if pumped by femtosecond (fs)
optical pulses, or THz photomixer in the case of continuous
(CW) pump by two lasers operating at close wavelengths
with a difference being in the THz spectral range. Upon
excitation the gap between the electrodes with a fs-laser,
the concentration of charge carriers increases sharply for a
short period of time, and the THz pulse generation occurs.
The duration of this pulse and its spectrum are determined
mainly by the carriers lifetime in the semiconductor. In the
case of CW pumping, the carriers concentration changes
with the difference frequency of pump wavelengths, and CW
THz signal is emitted. The efficiency of such THz sources
is strongly limited by the amount of the optical energy of
laser radiation absorbed in the gap of the photoconductive
antenna. Usually, this amount is rather small, taking into ac-
count the high values of the semiconductor refractive index
at optical frequencies, leading to a high reflection coefficient.
Moreover, the effectiveness of conventional photoconduc-
tive antennas is limited by low drift velocities of the photoin-
duced charge carriers in semiconductor substrates [71–73]
and material breakdown threshold [74].

It has been shown recently, that the efficiency of the THz
pulse generation can be significantly increased by placing
so-called optical nanoantennas (NAs) [75–84] into the pho-
toconductive gap (Figure 1, right side) [69, 70, 74, 85–90].
As a result, one gets an antenna comprising a comprehen-
sive photoconductive THz antenna and an array of optical
NAs. Such system can be called a hybrid THz-optical pho-
toconductive antenna. These antennas are the result of the
application of latest advances in nanophotonics area to THz

sources technology for the purpose of their efficiency en-
hancement. The efficiency of the entire hybrid antenna is
determined by the efficiencies of THz photoconductive an-
tenna and an optical NA array and is usually higher by at
least one order of magnitude than the efficiency of conven-
tional THz antenna. Besides the pump field enhancement in
the semiconductor substrate, the plasmonic NAs improve
the thermal stability of the THz photoconductive antenna
due to the large thermal conductivity of metals. As for de-
tectors, the use of hybrid photoconductive THz detectors
with optically resonant nanoparticles in the photoconduc-
tive gap allows for the enhancement of the near-field THz
imaging resolution up to λ/150 [91]. This unprecedented
resolution has become available due to the extremely high
scattering provided by NAs into the semiconductor [i.e., low
(< 200 C) temperature grown gallium arsenide (LT-GaAs)]
detector surface layer and hence high enough concentra-
tion of carriers in the ultrathin semiconductor layer next to
subwavelength detector aperture for evanescent THz field
registration.

Another type of perspective THz detectors involves the
use of plasmonic structures with resonances in THz frequen-
cies [92–98], this technique can also be used for gaining
THz spectrometers sensitivity through local field enhance-
ment, however such devices wont fall within the scope of
this Review.

This Review is intended to systematize all main results
obtained by researchers in the field of hybrid optical-to-
terahertz photoconductive antennas and photomixers. First,
we just briefly describe the main operating principles of THz
generation in photoconductive antennas and photomixers
pumped with fs-optical pulses and double-wavelength CW
laser radiation, since there is a great number of excellent
reviews on this subject (among them, we recommend the
following Refs. [6, 50, 62, 99–101]). Second, we discuss
the general principles of operation of optical NAs and the
prospects they offer for THz emission. We describe the plas-
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mon monopole and dipole optical nanoantennas, two- and
three-dimensional plasmonic gratings and features of their
operation in hybrid THz antennas. Finally, we summarize
and compare the main approaches to the implementation
of the hybrid antennas, and give an outlook of further per-
spectives of their development including an application of
all-dielectric NAs instead of plasmonic ones and the search
for new materials.

2. Principles of THz photoconductive
antennas and photomixers

2.1. Methods of coherent THz generation

One of the simplest, but perhaps not the most efficient, way
to obtain the THz waves is by accelerated movement of
the separated charge carriers in the surface field of a semi-
conductor under ultrashort light pulses [7, 67]. One of the
physical mechanisms that drive the carriers inside a semi-
conductor is the photo-Dember effect. This effect consists in
the formation of the electric field (and consequently a charge
dipole) in the illuminated semiconductor due to the differ-
ence of electrons and holes diffusion velocities [102] under
the strong absorption of optical excitation, which leads to
an effective charge separation in the direction perpendicular
to the semiconductor surface [103].

Another possible way to generate THz waves – optical
rectification – works when a second order nonlinear media
obtains a non-linear polarization under an intense optical
radiation. It results in a polarization repeating the shape
of the optical pulse envelope [104–106] or in the case of
four-wave mixing in third-order nonlinearity, such as in THz
generation via two-color laser-plasmas [107, 108], though
the latter requires higher pulse energies produced by chirped
pulse amplification [109].

Apart from these well-established methods, novel ap-
proaches of nanophotonics to THz generation that em-
ploy an artificial electromagnetic medium (metamaterials
and metasurfaces) [110–118], and new types of materials
(graphene [119,120], carbon nanotubes [121,122], and three-
dimensional topological insulators such as Bi2Se3 [123])
have been recently proposed.

We should note here that the main competitors of pho-
tonic techniques for coherent THz radiation generation
are all-electronic direct THz Quantum Cascade Lasers
(QCLs) [124–126] and on-chip nonlinear semiconductor
mixers of mid-IR QCL radiation [127, 128]. Monolithic
design offers reasonable advantages over now table-top
photonic setups, however, QCLs are extremely expensive
in design and production, and direct THz QCLs operate
only at cryogenic temperatures. In the scope of applications,
QCLs will barely offer fine and continuous tunability, or
generation of ultrabroadband THz signal, needed for spec-
troscopy. As a result, QCLs are geared mostly towards imag-
ing, whereas photonic sources are especially demanded for
spectroscopic applications. Development of antenna-based
monolithic THz sources in conjunction with compact semi-
conductor lasers is also highly feasible [129].
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Figure 2 (a) Schematic view of a setup used to generate pulsed
THz radiation by photoconductive LT-GaAs based antenna and
(b) time evolution of pump radiation envelope, antenna photocur-
rent and generated THz signal.

2.2. Carrier dynamics in semiconductors under
pulsed optical excitation

Currently, there are many different approaches to THz gen-
eration, in a vast variety of layouts and involving various
materials. However, for practical applications, the method
involving the excitation of non-equilibrium charge carriers
in the surface layer of semiconductor structures by ultra-
short optical pulses is the most widely used. Figure 2(a)
shows the simplest layout for submillimetre waves gener-
ation in semiconductor (LT-GaAs) based photoconductive
antennas. Fs-laser (usually Ti:Sapphire [6] or much cheaper
fiber-based laser systems such as second [6] or fundamen-
tal [86, 89] harmonic of Er-doped fiber lasers) serves as
a source of ultrashort light pulses with a duration of sev-
eral tens or hundreds of femtoseconds. The shape of the
optical pulse envelope is very important as it induces the
nonlinear polarization of the same form (optical rectifica-
tion), which is capable of increasing the output power of
THz radiation [104,105]. Silicon lens, shown in Figure 2(a),
serves to collect and collimate the generated THz radia-
tion [130,131] and at the same time as a heatsink to transfer
heat excess away from the substrate. Moreover, it works as
an anti-reflective element, since the refractive index of Si
in THz range is equal to nSi = 3.4 [132], which is about the
same as one of high-resistive GaAs (nGaAs ≈ 3.6) [132].
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The dependence of the output power of THz generation
in a semiconductor PTHz on the frequency ωTHz is given
by [133]:

PTHz (ωTHz)v
1

1+(ωTHzτeff)2 , (1)

where τeff is the effective lifetime of photocarriers, equal to
the lifetime of nonequilibrium charge carriers in the semi-
conductor. From the Eq.(1), it is clearly seen that the shorter
the lifetime τeff is, the greater power PTHz can be obtained.
Gallium arsenide grown by molecular beam epitaxy on a
low-temperature substrate (LT-GaAs) is usually chosen as
a photoconductive material, as this growth method allows
obtaining a material with a larger number of defects and
hence with shorter lifetimes of nonequilibrium charge carri-
ers (≤ 200 fs [133]). When irradiated by fs-laser pulses with
photon energies greater than the bandgap, the concentration
of nonequilibrium charge carriers in LT-GaAs rapidly in-
creases, and the electron-hole pairs are formed at the surface
layer. In the semiconductor model, all electrons are set to
have the same effective mass as they have a low energy
because of the wide band of gallium arsenide. This model is
not applicable to narrow-gap semiconductors such as indium
arsenide (InAs). In the case of InAs, it is necessary to con-
sider ensembles of equilibrium and photoexcited electrons
interacting through self-consistent field [134], which greatly
complicates the mathematical description of processes.

The localization of charges at surface states in the sur-
face layer, gives rise to the so-called built-in field. The light-
induced electrons and holes are accelerated and separated
by this field, and the resulting uneven distribution of charge
can be considered as a dipole with the dipole moment equal
to the sum of momenta of all induced charges in the volume.
The dipole oscillations occur until the equilibrium is estab-
lished again. During the relaxation, electrons emit energy
in the form of electromagnetic waves in the THz range and
the relaxation time determines both spectrum and power of
the generated radiation. Built-in surface field plays a very
important role in this process. The stronger this field is, the
more intense is the emitted THz signal. For this reason, bi-
ased metal electrodes are often applied to the semiconductor
surface to create a stronger electric field. The mechanism
of THz generation enhancement by such structures will be
described in detail in the next section of this Review. Since
the generation takes place near the air-semiconductor inter-
face, a larger portion of the THz radiation is emitted into
the GaAs substrate, owing to the the greater optical den-
sity. The reason for this is the greater optical density of
the GaAs in comparison with air. Therefore, highly doped
semiconductor materials are not suitable for efficient photo-
conductive antennas due to their increased absorption in the
THz region of the spectrum [132]. On the other hand, the
doping of the sample increases the concentration of photoin-
duced electron-hole pairs, which, ultimately, increases the
current and hence the THz radiation power. A reasonable
compromise between these competing factors (i.e. higher
absorption vs. higher current) will substantially improve the
efficiency of generation.

Another effective method of increasing the optical-to-
THz conversion efficiency is the application of an external
magnetic field. It has been shown, that a semiconductor
placed in a constant magnetic field of 1 T generates THz
radiation with efficiency up to 20 times larger than without
magnetic field [135]. The optimal direction of magnetic
field is the one perpendicular to the semiconductor surface,
and THz pulse amplitude is proportional to the squared am-
plitude of the magnetic field. This effect is explained by the
appearance of the Hall component of the current, excited
carriers being driven by external or surface field [134–137].
However, such approach requires the use of expensive mag-
nets that are not suitable for implementation in compact
setups.

The analysis of temperature dependence of THz radi-
ation power shows that with decreasing temperature the
power goes up. With the GaAs temperature decreasing from
280 K down to 80 K, the radiation energy is increased by
3.4 times [138].

2.3. Pulsed THz generation in photoconductive
antennas

An approach to THz generation in a semiconductor surface
due to the accelerated motion of nonequilibrium charge car-
riers induced by fs-laser pulses and driven by semiconduc-
tor surface field, unfortunately, has low optical-to-terahertz
conversion efficiency. To overcome these limits, metal elec-
trodes (usually a nickel-gold-platinum alloy) are deposited
onto the substrate surface and are biased with an external
voltage to create a high electric field in the gap between
them, where the photocarriers are generated, and thus en-
hancing the generation of the THz waves [139]. Such struc-
tures together with a photoconductive semiconductor sub-
strate are referred to as THz photoconductive antennas. An
example and principle of operation of such antenna are
shown in Figure 2(a).

The mechanism of THz generation, in this case, is sim-
ilar to that discussed in the preceding section. Under an
ultrashort laser pulse, electron-hole pairs are formed in the
surface layer. The conductivity of the semiconductor as a
consequence increases proportionally to the electrons and
holes concentration: σ = qneµe +qnpµp, where q is the el-
ementary charge, ne (np) is the concentration of electrons
(holes), and µe (µp) is their mobility. The increase of con-
ductivity results in a giant current pulse of photoinduced
charges, electrons and holes, being accelerated in opposite
directions by the external electric field in the gap. The accel-
eration of charge carriers by the external field Ebias, in this
case, can be described by the differential equation:

dve,p

dt
=−

ve,p

τeff
+

qE
me,p

, (2)

where ve,p is the drift velocity of electrons and holes,
me,p are their masses, τeff is approximately 30 fs in low-
temperature GaAs, E is the local field. The latter is related to
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(a) (b)

Figure 3 (a) A photoconductive antenna consisting of a GaAs
substrate and electrodes arranged in the bow-tie geometry.
(b) The distribution of photoinduced electrons near the anode
when the bias voltage is applied to the electrodes. [70]

Ebias by E = Ebias− P
αε0

, where α is the static dielectric sus-
ceptibility of semiconductor (equal to 3 for the LT-GaAs), ε0
is the vacuum permittivity, and P is the polarization caused
by the separation of electrons and holes, which gives the
bias threshold of the LT-GaAs of 300 kV/cm. The time evo-
lution of the polarization can be described by the following
inhomogeneous differential equation:

dP
dt

+
P

τrec
= J(t), (3)

where τrec is the recombination time of holes and electrons,
and J is the density of currents on the surface of the semicon-
ductor defined by: J(t) = qneve + qnpvp. From Eqs. (2-3),
using Maxwell’s equations, one can derive a formula for
the intensity of the radiated THz field at a much larger than
THz wavelength λ distance z from the source [140]:

E(z, t) =− A
4πε0c2z

· dJ
dt

=− A
4πε0c2z

· (qv
dn
dt

+qn
dv
dt

),

(4)
where n is the total concentration of carriers, v is their ve-
locity, A is the area of the irradiated surface (equal to the
area of the gap between the electrodes), and c is the speed
of light in a vacuum. Thus, the external field increases the
energy of charge carriers, and hence the output power of
THz radiation, not influencing, however, the spectral charac-
teristics, as they are determined by the lifetime of electrons
and holes. Pump pulse envelope, photocurrent in the surface
layer, and resulting THz field examples obtained with this
model are shown in Figure 2(b).

Authors of Refs. [70, 141] have observed that various
pump of the semiconductor in the THz photoconductive
antenna gap can affect the output power. Moreover, there
are two options for photoconductor pump: uniform illumina-
tion of the antenna gap, and partial asymmetric illumination
close to the anode (Figure 3(a)). In the case of uniform il-
lumination, the current of photoinduced charge carriers is
proportional to the optical power of the pump. However, in
the case of asymmetric illumination, the photocurrent and
hence the THz signal are increasing nonlinearly with the
optical pump power. This pumping regime is characterized
by the increased electric field near the anode, and, conse-
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Figure 4 (a) Schematic illustration of CW THz generation by a LT-
GaAs based photomixer and (b) time evolution of pump radiation
envelope, antenna photocurrent and generated THz signal.

quently, increased electrons concentration in this region
(Figure 3(b)). This leads to an increase of the photocurrent,
resulting in an enhanced power of the THz signal. It has
been reported that the asymmetric illumination of the photo-
conductive antenna gap gives more than 4-fold enhancement
compared to the uniform illumination [141]. Moreover, it
has been shown that the stronger optical field is concentrated
in the area of the anode, the more powerful THz radiation
is [142].

2.4. Continuous THz generation in photomixers

The process of THz heterodyne generation in semiconduc-
tors is similar to that discussed in the preceding sections, the
only difference being the pump laser regime. Under contin-
uous double-wavelength pump with a frequency difference
lying in the THz region, electron-hole pairs are formed in
the surface layer and the conductivity of the semiconduc-
tor is modulated proportionally to the electrons and holes
concentration. Such devices for photoconductive CW THz
generation are usually called photomixers [143, 144]. The
schematic layout of CW THz generation in a photomixer
and its principle of operation are shown in Figure 4(a).

The surface conductivity and charge carriers acceler-
ation in a photomixer are similar to those in a photocon-
ductive antenna, and the number of carrier pairs similarly
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Figure 5 (a) The frequency dependence of impedance (blue) and reactance (red) of two different THz antennas, spiral and bow-tie,
respectively. (b) Dependencies of the radiated power of the spiral (blue) and bow-tie (red) antennas on the bias voltage between
electrodes for different powers of fs- pump. [88]

follows the pump evolution:

dn(t)
dt

=
ηIpump (t)

hν
− n

τrec
, (5)

where η is the external quantum efficiency, Ipump (t) is the
pump intensity, τrec is the carrier recombination time, and
hν is the energy of the pump photon.

The pump radiation in the case of photomixing com-
prises two laser beams bringing to the surface average in-
tensities I1 and I2 at the frequencies ω1 and ω2, respectively.
Thus, the intensity at the surface can be described as:

Ipump (t) = I1 + I2 +2
√

I1I2 (cos(ω1−ω2) t +

+ cos(ω1 +ω2) t) .
(6)

The second oscillating term in the sum changes within a
timescale that is significantly shorter than the carrier effec-
tive recombination time τc, hence not affecting the photocur-
rent. Neglecting this term, after substitution of Eq. (6) into
Eq. (5), one obtains the evolution of carrier density [143]:

n(t) =
ητrec

hν

(
I1 + I2 +

√
I1I2 sin(ωt +φ)√

1+ω2τ2
rec

)
, (7)

where ω = (ω1−ω2) is the THz frequency, and φ =

tan−1
(

1
ωτrec

)
is the phase delay due to the carriers lifetime.

Since the applied field is constant, for the photocurrent
we obtain [145]

J(t) = ID +
IA√

1+ω2τ2
rec

sin(ωt +φ) , (8)

where ID = Ebiasµeτrec (I1 + I2) is the DC photocurrent and
IA = 2Ebiasµeτrec

√
I1I2 is the AC component of the current,

which is responsible for the generation of the CW THz
signal:

ETHz (t) ∝
dJ (t)

dt
=

ωIA√
1+ω2τ2

rec
cos(ωt +φ) . (9)

It can be seen, that for the maximum conversion efficiency,
the powers of both wavelength modes should be as close
to each other as possible. The pump intensity profile, the
corresponding photocurrent, and far field THz signal of the
photomixer calculated with the described model are shown
in Figure 4(b).

2.5. Effect of the contact electrodes shape on
the radiative characteristics of THz
photoconductive antennas and photomixers

One of the most important characteristics of all antennas,
including radio, microwave, and THz photoconductive ones,
is the amount of emitted power. However, between the ra-
dio or microwave antenna and THz photoconductive one,
there is a significant difference – the nature of the input
signal. In the case of a THz antenna, it is the laser radia-
tion that generates the nonequilibrium electrons and holes
in the surface layer of the photoconductor. Therefore, the
THz photoconductive antenna is usually considered as a
system consisting of two elements: the photoconductor and
the antenna. These elements, in turn, are described by the
traditional physical quantities, such as active and reactive
conductivity, capacitance, and input impedance [133, 141].

The output power Prad of THz photoconductive antenna
can be expressed in terms of antenna resistance and reac-
tance [141]:

Prad(ω) =
1
2
|Sp(ω)Popt(ω)|2ξ

GA

(GA +Gp)2 +(ωC+BA)2 ,

(10)
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where Sp is the current susceptibility of the photoconduc-
tor, Popt(ω) is the optical pump power at frequency ω , ξ

is the antenna efficiency (which describes the dissipative
losses in the antenna material [146]), GA and BA are re-
spectively the active and reactive conductances of the an-
tenna, Gp is the conductivity of the photoconductor, and
C is its capacitance. Regardless of the THz photoconduc-
tive antenna geometry, in order to maximise its radiated
power, its stray conductance must be much less than its
active conductance(ωC+BA)� (GA +Gp). Full or partial
compensation of reactive conductance can be achieved by
maintaining the inductive load of the antenna at the same
level as the capacitive load of the photoconductor, or by
adding a negative reactive conductance shunt into the an-
tenna [147, 148].

In a number of works [86, 87, 149–151] it was observed
that the geometry of electrodes affects both the spectrum
width and the frequency of the maximum THz radiation
intensity. Usually, the electrodes of THz antennas have the
geometry of dipole, logarithmic, spiral, and bow-tie anten-
nas [152–155]. The consideration of the real antenna geom-
etry can be done numerically or experimentally. In Ref. [88]
a comparative analysis of two common THz antenna geome-
tries, spiral and bow-tie, is performed. Figure 5 shows the
dependence of radiation resistance and reactance of these
antennas on the frequency (a) and the dependence of the
radiated power on the bias applied to electrodes for THz fre-
quency corresponding to the maximum output power (b). It
can be seen that the spiral antenna, having a larger radiation
resistance and a smaller reactance, emits more effectively
than the bow-tie antenna within a wider frequency range.
Thus, the maximum active resistance and the minimum ab-
solute value of the reactive resistance are prerequisite for
efficient THz radiation generation and can be adjusted by
choosing of the antenna geometry [153, 156].

Since active and reactive resistances affect the power
emitted by a THz antenna, the spectral characteristics of
the antenna impedance and reactance determine the spectral
characteristics of the THz signal. It has been observed that
the antenna with radiation resistance slightly depending on
frequency in the THz range has a wider frequency range
of an effective operation [88, 157]. The spiral and bow-tie
geometries discussed above are examples of such antennas.
Figure 6 shows the spectrum of THz signal from the spiral
photomixer antenna (white squares) measured by a bolome-
ter. At frequencies between 0.1 and 0.6 THz the signal power
is almost constant [133]. On the other hand, antennas with
a pronounced resonant impedance, such as full-wavelength
dipole antennas (black squares), have narrow-band emission
spectrum [147, 158, 159].

In Ref. [151] the bow-tie THz antennas made in the
form of Sierpinski triangles are studied. The results are
shown in Figure 7. Due to the presence of subwavelength
triangle holes on the antenna surface, the strong plasmon
resonances at the frequencies of the antenna radiation are ex-
cited. Owing to the special distribution of surface plasmon
currents, these THz fractal antennas have a higher perfor-
mance than the standard bow-tie antenna. The increasing of
fractal degree leads to the enhancement of the number of

Figure 6 The frequency dependence of the output bolometer
signal for the spiral and full-wavelength dipole THz photomixers.
Dots represent experimental data, solid lines - numerical calcula-
tions. [133]

plasmon resonances and ultimately to the enhancement of
the radiated power.

3. Hybrid photoconductive THz antennas

3.1. Advantages of optical nanoantennas for THz
antennas

Optical NAs possess all the inherent characteristics of their
radio and THz counterparts, except of course that they oper-
ate with fields in the optical spectral range. The dimensions
of NAs are typically of the order of several hundreds of
nanometers. Today, the most widely used and well-studied
NAs are the plasmonic ones. They are applied extensively in
devices that use photon-electron conversion, such as photo-
diodes, LEDs, and photovoltaic converters [77,78,160,161].
Recently, a number of papers has demonstrated the enhance-
ment of the optical-to-terahertz conversion efficiency in THz
photoconductive antennas with plasmonic NAs. Here we
consider the benefits of the optical NAs from the perspective
of application for hybrid THz antennas.

To understand the advantage of optical NAs for THz pho-
toconductive antennas, let us recall that the radiated THz
field amplitude is proportional to photocurrent density [see
Eqs.(4) and (9)]. The photocurrent depends on the density of
carriers that is a function of time, carriers mobility, and the
bias field. It is needed to maximize the photocurrent density
to enhance the THz field generated by the photoconduc-
tive antenna. However, the bias field and charge density are
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Figure 7 The THz power spectra for the bow-tie antennas of
different fractal degree. [151]

limited by the material breakdown, charge screening, and
thermal damage factors. Recently it has been demonstrated
that these factors can be considerably improved with the
application of optical NAs. The benefits of the optical NAs
application including a strong electric field enhancement
within semiconductor substrate, reducing the carrier screen-
ing effect, and thermal stability enhancement we discuss
below.

Strong electric field enhancement. An optical NA, as
a part of a hybrid THz-optical photoconductive antenna
or photomixer, converts the pump optical radiation into a
strong near-field distribution and redistributes the energy
within the semiconductor layer. The enhancement of an
electric field is described by the local field enhancement
factor:

δ =
|E|
|E0|

, (11)

which describes by which factor the modulus of the electric
field |E| is increased locally (i.e. at a certain point) in the
presence of a NA compared to its value |E0| in the absence
of the NA.

The local electric field enhancement occurs due to the
plasmon resonance of the NA [69, 87, 160–162]. At the
same time, the plasmon resonance excited in the metal NA
asymmetrically scatters the incident wave, and the field is
redistributed in the semiconductor substrate so that the lo-
cal electric field enhancement factor near the electrodes
becomes much greater than the electric field of the inci-
dent wave. Therefore, the optical power absorbed by the
semiconductor Popt in the volume V :

Popt =
1
2

∫
σδ

2|E0|2dV (12)

increases proportionally to δ 2. Here, the value σ is a
medium conductivity. As a result, the concentration of
nonequilibrium charge carriers near the electrodes ne,p in-
creases, and, hence the efficiency of optical- to-terahertz
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Figure 8 Numerically calculated electric field distribution profiles
at the interface between air and the GaAs substrate (a) without
and (b) with a silver nanoparticle. Densities of the power absorbed
in the GaAs substrate (c) without and (d) with a silver nanoparti-
cle.

conversion increases too, according to Eqs.(4) and (9). The
physical dimensions and material of the NAs play an impor-
tant role in the excitation of the plasmon resonance and the
electric field enhancement in the substrate.

As an example, we bring the results of numerical cal-
culations of the electric field distribution at the air-GaAs
interface with a Ag spheroid NA and without the NA, which
are presented in Figures 8(a,b). The results are obtained
by means of the software package CST Microwave Stu-
dio. The structure is excited by normally propagated plane
electromagnetic wave with the wavelength of 800 nm. The
geometrical parameters of the NA correspond to the optimal
ones for the excitation of plasmon resonance in such struc-
ture at the wavelength of 800 nm. The large semi-axis of
the spheroid is a=170 nm, minor semi-axis of the spheroid
is b=100 nm. The magnitude of the electric field under the
NA (Figure 8(b)) is in about 3 times larger versus the case
of the NA absence (Figure 8(a)). Figures 8(c,d) show the
distributions of absorbed power densities in the GaAs sub-
strate with and without Ag nanoantenna. It is clearly seen
that the power absorbed inside the GaAs in the presence of
silver NA is significantly larger (in ten fold) than without
the NA.

Reducing of the carrier screening effect. The effec-
tiveness of conventional photoconductive THz antennas is
strongly limited by low drift velocities of the photoinduced
charge carriers in semiconductor substrates [71–73]. For
an efficient optical-to-terahertz conversion in the frequency
range above 0.5 THz, the carriers relaxation time τrel, as
discussed earlier in Section 2 must be subpicosecond. Ac-
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cording to the formula l = ve,pτrel, the mean free path l is
about 100 nm. Therefore, only a small part (about 5% [70])
of nonequilibrium electrons and holes reaches the electrodes
and participate in the efficient THz generation. The rest of
the charge carriers recombines with charges of opposite
sign on the way towards the electrodes. This effect is called
carrier screening effect [71, 73]. The diffraction limit for
electromagnetic waves does not allow focusing the laser
pump into the spot of 100 nm. Therefore, in order to reduce
the effect of screening and to improve the properties of
photoconductive antennas, optical NAs are used [81].

Thermal stability enhancement. The excess of heat in
conventional THz antennas leads to the thermal generation
of carriers after optical pulse excitation [163]. Recombi-
nation of thermal and photoinduced carriers in subsequent
cycles of charge carriers generation prevents the stable oper-
ation of the photoconductive antenna. Recently it has been
shown that the optical NAs embedded in a THz photocon-
ductive antenna can improve the thermal stability of the lat-
ter due to the large thermal conductivity of metals [74]. For
example, gold has the thermal conductivity of 3.14 W/cm·K
that is six times larger than the thermal conductivity of GaAs
(0.55 W/cm·K). Such higher thermal efficiency also makes
the optical NAs very attractive for use in THz sources.

Thus, the optical NAs being embedded in a THz pho-
toconductive antenna can maximize the transfer of light
energy into the absorptive semiconductor substrate and min-
imize the path length of charge carriers traveling between
metallic electrodes. As a result, the optical NAs enhance
the performance of the photoconductive THz antennas. Be-
low, we review the most recent works and organise them
according to the approach to optical NA realisation.

3.2. Plasmon monopole nanoantennas

The simplest type of NAs applied for hybrid THz antennas
is monopole one. The monopole NAs are able to provide a
strong electric field enhancement of laser radiation in their
vicinity [77]. The optical properties of such NAs dependent
on their size, shape and material. Thus, they can be easily
tuned to any optical wavelength of operation. The arrays
of the monopole NAs can be easily fabricated by means of
chemical technics or thermal dewetting [164] even in the
gap of THz photoconductive antennas.

The authors of [165] propose silver plasmonic monopole
NAs in the form of so-called nanoislands (Figure 9(a)).
The fabrication of such monopole NAs is done by thermal
evaporation of silver (Ag), with subsequent deposition onto
LT-GaAs antenna substrate surface. This method can be
used to pattern nanostructures inside a large area, because
of lower costs compared to, for example, electron beam
lithography used for the precise fabrication of metal nanos-
tructures [166]. Silver in the hybrid THz-optical antenna
is used due to the high quality factor of the silver nanos-
tructures in the visible range, which allows for achieving
maximum localization of the field in the semiconductor
surface layer with minimal dissipated losses of NAs. In ad-
dition, Ag has a relatively low melting temperature, and

Figure 9 (a) Schematic representation of the photoconductive
THz antenna with a large area of the silver nanoislands (monopole
NAs). (b) The power spectra of the THz radiation for the conven-
tional photoconductive antenna (C-PCA) and hybrid photoconduc-
tive antenna (NP-PCA) THz photoconductive antennas. Inset: the
SEM image of the silver nanoislands. [165]

therefore its thermal evaporation is possible without ther-
mal damage to the semiconductor GaAs substrate [167].
The geometrical parameters of the monopoles are specially
derived so that the plasmon resonances are excited in the
structure under an optical pump. For a pump radiation of
800 nm wavelength, which is typical for Ti:Sapphire fs-
lasers, nanoislands should have a thickness of 20 nm and a
diameter of 173 nm.

Figure 9(b) compares the emission characteristics of a
conventional THz photoconductive antenna and of a hybrid
optical-THz antenna containing nanoislands. It is clearly
seen that the hybrid structure has a 1.5-2 times higher conver-
sion efficiency, particularly enhancing the high-frequency
part of the generated spectrum. This can be explained by
Eq.(4): the monopole NAs concentrate the light within the
gaps of adjacent nanoparticles, so that the absorption of
optical radiation in these areas increases, growing the con-
centration of nonequilibrium carriers ne,p, which increases
the amplitude of the output THz signal ETHz. However, this
field redistribution leads to a decrease in its value in the
vicinity of nanoislands and significantly reduces the den-
sity of electrons and holes in these areas. Nevertheless, this
does not affect the total current of photoinduced charges,
as silver monopoles are almost perfect conductors for an
external electric field. This process is described in detail in
Refs. [81, 165].

Another possible realization of hybrid THz antennas
is an array of rectangular monopole NAs arranged inside
the photoconductive gap of photoconductive antennas and
photomixers [168]. Figure 10(a) schematically shows a hy-
brid THz antenna with an array of rectangular nanostruc-
tures as well as a SEM image of these nanostructures. The
nano-pattern consists of AuGe squares having a diagonal of
500 nm and a lattice period of 600 nm. This nano-pattern
is incorporated in the THz antenna on the SI-GaAs region
between the two electrodes. The mechanism of optical local
field enhancement in the vicinity of these NAs is similar to
the one in previously described, namely the plasmon reso-
nance excitation. This structure has been realized utilizing
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Figure 10 (a) Hybrid THz-optical photoconductive antenna with
an array of monopole NAs. The array is fabricated on a substrate
of semi-insulating GaAs (SI-GaAs). (b) Output signal of THz pho-
toconductive antennas with (red curve) and without (black curve)
monopole nanostructures. [168]

the electron beam lithography. This nanostructured hybrid
THz-optical photoconductive antenna is able to double the
emitted THz power in comparison with conventional photo-
conductive antennas (Figure 10(b)).

In Ref. [74], the hybrid THz antenna with hexagonal
metal nanostructures has been proposed and realized. It
has been shown that these antennas are superior to plas-
monic nanorods-based ones (described below) in THz gen-
eration enhancement. Figure 11(a) shows an array of such
monopole NAs fabricated inside the photoconductive gap
of a dipole THz antenna using focused ion beam technol-
ogy. It is known that the increase of pumping intensity in-
creases the photoinduced current, which leads to heating of
the semiconductor substrate and eventually to its thermal
breakdown [169, 170]. It has been shown, that an important
property of these THz photoconductive antennas with in-
tegrated hexagonal NAs is their high resistance to thermal
breakdown [74]. Figure 11(c) demonstrates the advantage
of the hexagonal NAs over grating NAs and conventional
THz antennas. To achieve similar photoinduced currents,
different antennas require the application of different biases
between the electrodes. Moreover, maintaining a predeter-
mined value of the current in the structure with hexagonal
monopoles requires less external stress than in other antenna
realizations. This suggests that conventional antennas and
plasmonic gratings generate more heat than hexagonal NAs,
and, accordingly, have a greater risk of experiencing ther-

mal breakdown [74]. Figure 11(d) shows the dependence
of radiated THz power on the average power of the fs-laser
pump. When comparing the grating and hexagonal NAs, the
superior performance of the latter is clearly seen. This is
due to a combination of the external field generated by the
electrodes, and localization of photoinduced charges in the
vicinity to the hexagons tops (Figure 11(b)).

3.3. Plasmon dipole nanoantennas

The dipole NAs consist of two monopole ones arranged
close to each other [175]. Such structures provide a stronger
field localization in the gap between the nanoparticles and
larger values of the absorbed power. The metal dipole NAs
are used in THz photoconductive antennas and photomixers,
enhancing an optical field of pump laser and redistribut-
ing it into the surface layer of the semiconductor substrate
near the electrodes. The first implementation of dipole NAs
embedded inside the gap of THz antenna are interdigitated
nanostructured electrodes, or as they often called, ”nano-
fingers” [86, 144, 147, 176–178]. Figure 12(a) presents a
interdigitated nanostructures embedded in the gap between
the electrodes of the logarithmic photomixer. THz photomix-
ers with such nanostructures feature lower parasitic capaci-
tance and, consequently, lower reactance if compared with
conventional THz photomixers, as well as higher optical
field localization inside the working area of the antenna
(see Figure 12(b)). Hence, photomixers with nanostructured
dipole antennas in the photoconductive gap are more ef-
fective sources of CW THz radiation [133] if compared
to microstructured ones. In some works [171, 172], it has
been shown that with increasing the number of dipoles (fin-
gers), the optical-to-THz conversion efficiency increases
(Figure 12(c)). This dependence can be explained by the
smaller distance between the dipoles in THz photomixer
with a greater number of fingers, hence increased the degree
of the optical field localization in the gap and decreased the
effective lifetime of photoinduced charge carriers.

An updated approach to the design of the embedded
dipole NAs is the so-called dipole tip-to-tip NAs [173,
174, 178]. Two most commonly used realizations of such
nanostructures embedded in a THz photomixer are shown
above. On one side conventional rectangular dipole nanopar-
ticles are shown and trapezoidal bowtie NAs on the other
(see Figure 13(a)). Being a continuation of the metal elec-
trodes, these tip-to-tip NAs are designed to reduce the path
length of photoinduced electrons and holes [175]. More-
over, due to the nanoscale gap between the dipoles, tip-
to-tip NAs enhance the localization of the external optical
field [173, 178, 179]. High localization of the field in the
gap (see Figure 13(b), left picture) occurs because of the
surface plasmon excitation due to plasmon resonance at the
antenna excitation wavelength [175]. This increases a laser
radiation absorption in the semiconductor substrate within
the gap, and, consequently, the concentration of charge car-
riers in the gap. The rapid increase in the charge carriers
concentration leads to a huge impulse of the photocurrent
that is much greater than in conventional THz antennas.
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Figure 11 (a) SEM image of periodic array (with period p) of hexagonal NAs arranged on a SI-GaAs substrate. (b) Electric field
distribution profile near the hexagonal NA. (c) Peak-to-peak voltage dependence of photo-excited current in the hybrid THz antenna with
hexagonal NAs (red curve), strip plasmonic gratings (blue curve), and the conventional dipole antenna (black curve). (d) Comparison of
received THz currents from the hybrid THz antennas with hexagonal monopoles, strip plasmonic gratings, and conventional dipole
antenna in depends on the pump optical power. [74]

The amplitude of THz radiation is directly proportional to
the rate of change of the photocurrent density, according
to Eq.(4), so THz dipole antenna with integrated optical
NAs demonstrate higher output power of THz signal than
conventional one at the same pump rate, only because of
such nanoscale extensions of the electrodes (Figure 13(c)).

In Ref. [174] it has been noticed, that due to lower
capacitive reactive resistance, receiving ability of the bow-
tie antenna is much better than one of the rectangular-shaped
NAs, as a result, the degree of the optical field localization
in the trapezoidal NA gap is significantly higher (Figure 13
(c), right picture) [174]. In addition, a smaller capacitance
increases the efficiency of generation of THz radiation by
such antenna [133].

3.4. Two-dimensional plasmonic gratings

Numerous researchers [70, 81, 85–89, 150, 180–182] have
shown that on of the most effective implementation of dipole
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Figure 12 (a) Spiral THz photomixer with built-in finger NA.
(b) Electric field distribution in finger nanostructure of THz pho-
tomixer. (c) Comparison of the radiated power in nanostructured
THz photomixers with a different number of fingers. [171–173]

NAs in the THz photoconductive antennas and photomixers
are arrays of metal dipoles whose length is of the order of
the gap size between the electrodes. Arrays of dipole plas-
monic NAs have received the name of plasmonic gratings
or plasmonic nanorod gratings [81].

Figure 14(a) shows the bow-tie THz photoconductive
antenna with embedded plasmonic gratings. Usually, the
penetration of light through the apertures is limited by the
diffraction limit. However, the geometrical parameters of the
gratings can be chosen so that the radiation of a fs-laser with
a wavelength of 800 nm excites the surface plasmon wave
in this periodic structure. The excitation of plasmon waves
allows the transfer of the most part of the optical pump
energy into a semiconductor substrate [183]. The surface
plasmon greatly enhances the intensity of the optical field
near the metallic electrodes (Figure 14(b)), as a result, the
path length of photoinduced electrons and holes to the anode
and cathode is reduced in comparison with conventional
THz antennas (Figure 2).

The optical properties of this structure are very sensitive
to the polarization of the incident light. When the electric
field of the optical pulse is parallel to the plasmonic lattice
nanorods, the reflection from the grating surface is suffi-
ciently large. On the contrary, in the case of perpendicular
orientation of the electric field vector and nanorods, max-
imum conversion of incident light into plasmon waves is
achieved [81].

The authors of [180] suggest to use unincorporated plas-
monic grating in the gap of THz photoconductive switch for
enhanced THz pulse generation (Figure 15(a)). Such metal
strips of the grating can reduce electrons lifetime in a semi-
conductor. Antenna and NA were fabricated on a GaAsBi
semiconductor substrate characterized with a shorter carrier
lifetime than the LT-GaAs substrate [184]. It is shown that
when using this structure, more than 2-fold increase of the
amplitude of THz signal can be achieved (see Figure 15(b)).
However, conversion enhancement in this type of plasmonic
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Figure 13 (a) The geometry and (c) electric field distribution profiles of rectangular (left) and trapezoidal (right) dipole NAs embedded
in a THz photoconductive antenna. (b) The spectra of the THz radiation power for hybrid-optical photoconductive dipole antennas with
built-in trapezoidal and rectangular NAs and conventional THz photoconductive antenna. [174]

Figure 14 (a) The geometry of the hybrid THz-optical photocon-
ductive antenna and the distribution of electrons and holes near
plasmonic nanorods. (b) The image of the distribution of absorbed
optical energy in GaAs substrates with plasmonic gratings on the
surface and standard THz photoconductive antenna [70].

grating is low if compared to other methods, due to the large
capacitance [180].

Figure 16 depicts another possible implementation of
plasmonic nanorod gratings embedded in dipole photo-
conductive THz antenna. Instead of comb-like plasmonic
grating structures described above, the ends of plasmonic
nanorods in this configuration are connected together, which
significantly shortens the path of the charge carriers to the
electrodes. Moreover, this design allows reducing the capac-
itive reactance of the THz antenna that improves its emitting
ability and increases the antenna gain coefficient. A disad-

vantage of this plasmonic grating realization is that only half
of nonequilibrium electrons and holes reach the electrodes
within subpicosecond time. This limits the effectiveness of
such structures to 50 % [69].

In order to maintain the operation of the hybrid THz-
optical photoconductive antenna without reducing its ef-
fectiveness, midway between the anode and the cathode
grounding electrode is placed. This electrode is usually em-
bedded into the semiconductor substrate and during a cycle
of photoinduced charge carriers generation collects those
electrons and holes that reach the electrodes, preventing
their slow accumulation in the substrate. In the absence of
a grounding electrode, these unwanted carriers recombine

Figure 15 (a) The geometry and SEM image of the THz dipole an-
tenna with the unincorporated plasmonic grating. (b) THz signals
of commercial THz antenna (green curve), dipole antenna with
the GaAsBi semiconductor substrate (red curve), dipole antenna
with the LT-GaAs substrate (black curve), and hybrid THz-optical
antenna with the nanoplasmonic grating (blue curve).
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Figure 16 Structural diagram of the THz photoconductive an-
tenna with embedded plasmonic nanorods and ground electrode,
its principle of operation (top). Top view of an array of such anten-
nas and their SEM image (bottom). [69]

Figure 17 The THz output power vs. pump power for THz hy-
brid optical photoconductive antenna (blue) and a standard THz
photoconductive antenna of the same geometry (red). [70]

with charges of opposite sign of the subsequent cycles of
generation, thereby reducing the total number of particles
that reach electrodes [69].

To manufacture such structures, the methods of electron-
beam lithography, accompanied by the deposition of Au on
LT-GaAs substrate are used. A dielectric layer covering NA
reduces Fresnel reflection from its surface, thereby increas-
ing the absorption coefficient of the optical pump into the
substrate. Usually, 200 nm thick silica (SiO2) is used for
these purposes. This coating provides a 70% absorption of
pump light into the semiconductor material.

Comparison of conventional THz photoconductive an-
tennas and hybrid optical-to-THz antennas with integrated

plasmonic gratings reveals at least one order of magnitude
superiority of the latter (Figure 17). Such a significant in-
crease in the output power of THz radiation is achieved by
reducing the path length of charge carriers to the electrodes,
thus greatly increasing the photocurrent and decreasing the
number of recombined electron-hole pairs.

An important role in THz hybrid optical photoconduc-
tive antennas is played by the thickness of the semicon-
ductor substrate, since at a sufficiently large depths (over
100 nm) photoinduced charge carriers that do not partici-
pate in the effective generation of THz radiation start to
accumulate. These electrons and holes rise from the depths
of the substrate to the surface, where they recombine with
other charges, thus significantly reducing the ratio of optical-
terahertz conversion. To prevent negative effects caused by
the non-equilibrium carriers accumulated in the lower lay-
ers of the substrate, its thickness should not exceed 100 nm.
However, there is a workaround for this problem without
reducing the thickness of semiconductor by using three-
dimensional plasmonic gratings [90].

3.5. Three-dimensional plasmonic gratings

Plasmonic gratings described above are two-dimensional
nanoscale structures on the semiconductor surface. They
provide a high absorption of light quanta by a semicon-
ductor material and significantly increase the concentra-
tion of photoinduced charge carriers near metal electrodes.
However, the effectiveness of optical-terahertz conversion
is still limited by the depth at which charge carriers are
generated (∼100 nm). To overcome this limitation, three-
dimensional plasmonic gratings embedded in the semicon-
ductor substrate are proposed. It has been shown, that such
structures allow achieving 7.5% optical-to-THz conversion
efficiency [90]. Figure 18 (a) shows a schematic of three-
dimensional plasmonic gratings and distribution pattern of
the absorbed optical radiation. Because of its complexity,
the manufacturing of such antennas should be discussed in
more detail. The process of three-dimensional plasmonic
gratings fabrication starts with chemical vapor deposition of
a 200 nm film of SiO2 onto the surface of the semiconductor.
Next, on the surface of the SiO2 film, a nanoscale Nickel
grid is applied by electron beam lithography. The grid serves
as a template layer for etching of SiO2. When using reactive
ion etching with a source of inductively coupled plasma a
SiO2 grating is formed, which serves as a mask to create
nano-walls made of semiconductor material. The plasmonic
grating is obtained by deposition of gold on the sidewalls of
the resulting semiconductor nanostructures. The height of
the walls of the nanostructure determines the order of the
modes excited in the resulting subwavelength waveguides.
In such a structure waveguide TEM modes of 4th order
can be excited by p-component of the fs-laser [185–187].
A SiO2 mask is then removed by wet etching. Then to re-
duce the losses associated with reflection, the surface of
the antenna is covered with a 200 nm layer of SiO2. The
resulting structure absorbs up to 70 percent of the incident
laser radiation [187].
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(a)

(b)

Figure 18 (a) Schematic representation of the logarithmic hybrid
THz-optical and photoconductive antenna structures with inte-
grated three-dimensional plasmonic structure, as well as its SEM
picture. (b) The dependence of the optical-terahertz conversion
on bias applied to antenna electrodes at different pump powers
for THz photoconductive antennas with built-in two-dimensional
and three-dimensional plasmonic gratings. [90]

Figure 18(b) demonstrates the advantages of three-
dimensional gratings two-dimensional It is seen that three-
dimensional plasmonic grating has a large coefficient of
optical-to-THz conversion in comparison with the two-
dimensional analogue. At the optical pump power of
1.4 mW, optical-to-THz conversion efficiency reaches 7.5%.
Such efficiency increase is due to the fact that the three-
dimensional plasmonic grating embedded into the surface
layer of the semiconductor substrate, hence the contact sur-
face of the grating with the semiconductor is much greater
than that of the two-dimensional plasmonic gratings. This in-
creases the concentration of the photoinduced charges near
the metal electrodes, which are involved in the effective
generation of THz radiation [90]. However, with increasing
optical pump power, optical-to-THz conversion efficiency
in three-dimensional structures decreases. This happens be-
cause a large number of separated electron-hole pairs gener-

ate a significant electric field with the direction opposite to
the external field. The resulting field turns out to decrease,
hence the efficiency of THz generation is reduced [71].

Thus, the THz photoconductive antennas with inte-
grated three-dimensional plasmonic gratings provide greater
efficiency of optical-to-THz conversion in comparison
with two-dimensional plasmonic gratings. In the future,
despite the complexity of fabrication technology, these
three-dimensional nanoscale structures can replace two-
dimensional in hybrid THz-optical photoconductive anten-
nas.

4. Discussion and outlook

To summarize all results presented in the Review, we have
gathered together studies on various approaches to the cre-
ation of hybrid photoconductive antennas for THz gener-
ation, in order to facilitate a direct comparison of the pro-
posed methods (see Table 1). We conclude that the most
high-performance hybrid THz photoconductive antennas
are the ones based on three-dimensional plasmonic gratings
with the maximum conversion efficiency of 7.5%, at the
pump power of 1.4 mW. For comparison, hybrid THz pho-
toconductive antennas based on two-dimensional plasmonic
gratings have the maximum conversion efficiency of about
0.2% only, at a higher pump power 25 mW.

This Review has demonstrated obvious advantages of
hybrid THz photoconductive antennas and photomixers
over conventional ones, especially in their conversion ef-
ficiency at low pump powers. With the development of
compact ultrafast fiber [189] and semiconductor [190, 191]
lasers, followed by the use of new photoconductive ma-
terials suitable for the longer-wavelength, e.g. Yb-based
lasers (1030 nm), Er-doped fiber lasers (1550 nm) or semi-
conductor quantum dot lasers (950–1300 nm) pumping,
such as GaBiAs [192], InGaAs [193], and also containing
ErAs [194], and InAs [66, 129, 195] quantum dots in GaAs
substrates, these can lead to the creation of highly effective,
miniature THz transmitters, working at room temperatures
both in pulsed and CW regimes. Despite the complexity and
high cost of hybrid electrodes fabrication, the total setup
cost, that will exclude the extremely expensive titanium-
sapphire laser, should significantly decrease.

Moreover, despite a number of plasmonic NAs’ advan-
tages associated with their small size and strong electric
field localization, such NAs have large dissipative losses
resulting in their low efficiency. To overcome such lim-
itations, a new type of nanoantennas based on dielec-
tric nanoparticles (e.g. silicon) with a high index dielec-
tric constant has been recently proposed [196–201]. Such
NAs could be very promising for hybrid THz-optical pho-
toconductive antennas. Namely, they also have an abil-
ity to strong electric (and magnetic) local field enhance-
ment [202–205]. Moreover, they have a much higher dam-
age threshold due to low dissipative losses. The typical
values of damage threshold for metallic nanostructures
are: gold nanorods (∼70 GW/cm2 or ∼10 mJ/cm2 at
130 fs [206]), gold G-shaped nanostructure (∼ 100 GW/cm2
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Method of Plasmon
Resonance Obtaining Regime Fabrication

Complexity

Generation
Enhance-

ment
Factor

Spectral
range,
THz

Maximum
Conversion
Efficiency

At Pump
Power

#
Ref.

Silver Nanoparticles Pulse Relatively
Low 2x 0.1–1.1 – 50 mW [165]

AuGe Nanoparticles Pulse Relatively
Low 4x 0.1–1.5 – – [168]

Hexagonal Nanoantennas Pulse High 20x 0.1–2.4 – 2 mW [74]
Interdigitated metallic dipole
nanoantenna (six-nanofinger) CW Relatively

Low – 0.1–1.1 0.0002% 26 mW [172]

Interdigitated metallic dipole
nanoantenna

(five-nanofinger)
CW Relatively

Low – 0.1–1.1 0.0006% 50 mW [188]

Interdigitated metallic dipole
nanoantenna

(eight-nanofinger)
CW Relatively

Low – 0.1–1.1 0.007% 90 mW [147]

Rectangular metal dipole
nanoantennas CW High 4x 0.1–1.1 0.0005% 55 mW [174]

Bow-tie metallic dipole
nanoantennas CW High 7x 0.1–1.1 0.0008% 55 mW [174]

Unincorporated plasmonic
gratings Pulse High 4x 0.1–2.1 – 17 mW [180]

Plasmonic gratings for
impulse THz generation Pulse High 35x–50x 0.1–1.5 0.2% 25 mW [70]

Plasmonic gratings for
CW-THz generation Pulse High 20x 0.2–2.5 0.03% 50 mW [86]

Plasmonic gratings with
grounding electrode Pulse High 50x 0.1–1.5 0.005% 85 mW [69]

3D plasmonic gratings Pulse Extremely
High 1500x 0.1–3.0 7.5% 1.4 mW [90]

Table 1 Comparison of the proposed fabrication methods of hybrid photoconductive antennas for efficient THz generation.

or ∼3 mJ/cm2 at 30 fs [207]), and gold nanocylinders
(∼200 GW/cm2 or ∼20 mJ/cm2 at 100 fs [208]). Ac-
cording to the known data from literature, low-loss sili-
con nanoparticles have significantly higher damage thresh-
old: ∼400 GW/cm2 or ∼100 mJ/cm2 at 250 fs [209]; and
∼1000 GW/cm2 or ∼100 mJ/cm2 at 100 fs [198]. Such
considerable difference in damage thresholds for plasmonic
(e.g. gold) and all-dielectric (e.g. silicon) materials orig-
inates from the difference in their melting temperatures
(Tm(Au)=1337 K and Tm(Si)=1687 K) and enthalpies of fu-
sion (H(Au)=12.5 kJ/mol and H(Si)=50.2 kJ/mol). In accor-
dance with these basic parameters, silicon has much higher
damage threshold than gold. Therefore, the all-dielectric
NAs allow for applying of very high laser intensities which
is promising for an effective THz generation.

Thus, despite a large number of research works in this
area and very encouraging results, consensus about the ad-
vantage of a particular structure as the absorption enhancer
of the pump radiation, and the magnifier of effective gen-
eration area in a semiconductor is not formed yet. This is
a very young research area where more studies and exper-
iments are needed, aimed primarily at the optimisation of
the proposed methods and quest for new types of NAs. In

addition, the search for more simple solutions to the prob-
lem of transfer of optical radiation into the largest possible
nonequilibrium carrier pairs number in a semiconductor,
increasing the speed of their movement through the creation
of more intense local electric and magnetic fields and reduc-
tion of their lifetime by reducing their free path lengths is
also needed.

5. Conclusion

In this Review, an approach to solving the problem of low
energy conversion in THz photoconductive antennas and
photomixers is extensively studied. The reviewed solution
comprises the use of optical nanoantennas for enhancing
the efficiency of pump laser radiation absorption in the an-
tenna gap, reducing the lifetime of photoexcited carriers and
improving antenna thermal efficiency. Within the Review,
the general principles of photonic THz generation in semi-
conductor converters pumped with fs-optical pulses and
double-wavelength CW laser radiation are described, fol-
lowed by the particular focus of this work the description
of the hybrid THz-optical photoconductive antennas and

Copyright line will be provided by the publisher
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their general principles of operation. Antennas are system-
atized by the principle of their operation and compared by
their efficiency and performance. In particular, the results
in this promising field obtained by researchers of hybrid
THz-optical photoconductive antennas can be attributed to
plasmon monopoles, metal dipole NAs, and 2D/3D plasmon
gratings.
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