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We report a process for the lift-off of an ultrathin Si layer. By plasma hydrogenation of a
molecular-beam-epitaxy-grown heterostructure of Si/Sb-doped-Si/Si, ultrashallow cracking is
controlled to occur at the depth of the Sb-doped layer. Prior to hydrogenation, an oxygen plasma
treatment is used to induce the formation of a thin oxide layer on the surface of the heterostructure.
Chemical etching of the surface oxide layer after hydrogenation further thins the thickness of the
separated Si layer to be only 15 nm. Mechanisms of hydrogen trapping and strain-facilitated
cracking are discussed. © 2005 American Institute of Physics. �DOI: 10.1063/1.2146211�

Driven by the need for faster and smaller microproces-
sors with lower power consumption, silicon-on-insulator
�SOI� wafers have now been established as a substrate choice
for next generation devices.1 According to the international
technology roadmap for semiconductors, fabrication of fully
depleted metal-oxide semiconductors beyond 90 nm nodes
will require ultrathin SOI wafers with top Si layers that are
less than 20 nm thick.2 In the conventional ion-cut technique
�Smart-cut™� for SOI production, hydrogen ion implanta-
tion, and thermal annealing are used to induce layer splitting
at a depth which is controllable by adjusting the energy of
hydrogen ion implantation.3 This technique, however, is un-
able to transfer a layer less than 20 nm thick even if ultralow
energy hydrogen ion implantation is used.4 Extensive efforts
have been made to optimize the existing process and to de-
velop alternative approaches for ultrathin layer transfer. One
method is to introduce H trapping centers either by dopant
ion implantation,5 or heavy ion implantation.6 The thinnest
layer transfer reported for this kind of approach is 75 nm.6

In this work we report an approach for transferring Si
layers with less than 20 nm thickness. This method of layer
transfer is based on the following processes: �1� hydrogena-
tion, instead of hydrogen ion implantation, is used to intro-
duce H atoms; �2� the location of splitting is controlled by
the depth of a heavily Sb-doped Si layer formed by film
growth; and �3� before hydrogenation, an oxygen plasma
treatment is performed to induce formation of a surface sili-
con oxide layer. This layer can be etched away later to thin
the layer to be transferred or left in place to assist with the
bonding process.

Our experiments started with molecular beam epitaxial
growth of two monocrystalline �001� Si samples, each con-

taining a 3-nm-thick Sb-doped Si layer at a depth of 50 nm,
or 90 nm, beneath the surface. Immediately after an oxygen
plasma treatment, both samples were subjected to plasma
hydrogenation at a temperature of around 200–300 °C, in an
inductively coupled plasma system with a bias of around 400
V. Some of the hydrogenated samples were dipped into a
10% diluted hydrofluoric solution for 10 s to etch the surface
oxide layers. For purposes of comparison, a control Si
sample without Sb doping was included in all process steps.

Transmission electron microscopy �TEM� and Ruther-
ford backscattering spectrometry �RBS� were used to char-
acterize the sample structures. A focused ion-beam lift-off
method was used to prepare the TEM samples. Imaging was
performed using parallel illumination, with a Philips CM200
field-emission gun TEM operated at an accelerating voltage
of 200 kV. RBS analysis was performed using a 2.0 MeV
4He+ analyzing beam with a surface barrier detector posi-
tioned 167° away from the incident beam. The sample was
tilted 75° to increase the RBS depth resolution. Depth pro-
files of elements of interest were measured with secondary
ion mass spectrometry �SIMS� by using a 1 keV Cs+ beam.
The strain in the samples was obtained from high resolution
x-ray diffraction �XRD� data in conjunction with Bede
RADS autofit software. An �−2� scan around Si �004� was
collected using a Bede D1 x-ray diffractometer. In the fitting
procedure the samples were modeled as a multilayer
structure. Through this process the lattice parameter of each
layer was successively determined by fitting the model to the
diffraction data, thereby producing a strain depth profile.
High-resolution strain data can be obtained by setting the
thickness of each layer in the multilayer structure at the ang-
strom level.

Figures 1�a�–1�c� present cross-section TEM micro-
graphs of Sb-doped Si with a 90-nm-thick Si capping layer,a�Electronic mail: lshao@mailaps.org
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at different process stages. Figures 1�d�–1�f� show another
set of samples with a 50-nm-thick Si capping layer. For as-
grown samples �Figs. 1�a� and 1�d��, the positions of the
buried Sb-doped layers are marked. After the hydrogenation,
amorphous surface layers, about 30 nm thick, are formed on
both samples �Figs. 1�b� and 1�e��. RBS confirmed that these
layers are composed of SiO2±0.1 �to be discussed later�. Fur-
thermore, �111�-oriented platelets are observed beneath the
surface oxide layers. In both samples, continuous �100�-
oriented cracks, which are parallel to the Si surfaces, are
formed at the depth of the Sb-doped layers. After chemical
etching, the surface oxide layers are removed �Figs. 1�c� and
1�f��. As shown in Fig. 1�f�, the resulting thickness of the
residual top Si layer is only about 15 nm.

Figure 2 compares random RBS spectra from the Sb-
doped Si sample �90 nm deep� before and after chemical
etching. The composition of the hydrogenated sample, as a
function of depth, was extracted by fitting the RBS spectra
using a commercial simulation software RUMP.7 The
simulated spectra are depicted by solid lines in Fig. 2. For
the sample before chemical etching, RBS reveals that its
outer layer, about 34 nm thick, has a composition of SiO2±0.1.
The error bar is estimated from the fitting. The absence of an
O signal in the etched sample indicates that the oxide layer
has been totally removed after the etching. Interestingly, both
the experimental data as well as the simulation, as shown in
the insert of Fig. 2, reveal two Sb peaks, one corresponding

to the originally doped Sb layer and another corresponding to
a buildup of Sb at the interface between the oxide layer and
the Si layer. Such Sb buildup is not observed in the as-grown
sample �not shown�.

Figures 3�a� and 3�b� present SIMS profiles obtained
from the Sb-doped samples after hydrogenation. Box-like
distributions of O atoms are revealed within the top 34 nm of
both samples. The SIMS data also show Sb buildup at the
interface between the oxide and Si layers. These data agree
well with the composition information obtained from RBS
measurements. The Sb buildup at the oxide-to-silicon inter-
face is the result of diffusion and segregation. First, during
molecular-beam-epitaxy �MBE� growth of the heavily Sb-
doped Si layer, Sb out diffuses into the Si layer during its
growth, resulting in moderate Sb doping of the Si layer.
Second, during the surface oxidation, Sb atoms segregate out
of the growing oxide layer, resulting in a buildup of Sb
within the silicon adjacent to the oxide interface. This segre-
gation mechanism, also called the “snow plow effect,” hap-
pens for dopants �e.g., P, As, or Sb� which have a lower
solubility in silicon oxide than in Si.8

As shown in Figs. 3�a� and 3�b�, the H concentration
profiles peak at the depths corresponding to the peak concen-

FIG. 1. TEM micrographs obtained
from: �a� as-grown Si containing a Sb-
doped layer at a depth of 90 nm, �b�
after hydrogenation, �c� after chemical
etching, �d� as-grown Si containing a
Sb-doped layer at a depth of 50 nm,
�e� after hydrogenation, and �f� after
chemical etching.

FIG. 2. Random RBS spectra obtained from hydrogenated Si containing a
Sb-doped layer at a depth of 90 nm and the same sample after chemical
etching. The inset shows a locally enlarged profile of the Sb signals.

FIG. 3. SIMS profiles showing O, H, and Sb in hydrogenated Si containing
a 3-nm-thick Sb-doped layer at a depth of �a� 90 and �b� 50 nm.
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trations of Sb. In order to confirm that the observed H trap-
ping is not a SIMS artifact due to the H ionization yield
changes in the Sb doped regions, we have performed elastic
recoil detection �ERD� analysis on hydrogenated samples. H
ERD profiles �not shown� clearly confirmed the two H peaks
observed in Fig. 3�a�. Multiple trapping of H in n-type Si has
been previously reported.9,10 It was proposed that large SbHn
complexes �n�2� are formed through trapping of additional
H by SbH complexes.10 However, the basic mechanism for
formation of SbH complexes is still being debated. Rizk et
al. suggested that formation of H-donor complexes is a con-
sequence of compensation between negative H− ions and
positively ionized donors.11 Pantelides, however, suggested
that in n-type Si donors are paired with neutral H0 ions since
H has only a donor level in the gap.12

The H trapping by Sb cannot by itself explain the con-
tinuous �100�-oriented cracks observed at the original Sb-
doped layer. It is believed that strain plays an important role
in crack formation. Figure 4 shows a strain-depth profile ob-
tained from the as-grown Sb-doped Si, using XRD. At the
depth of the Sb-doped layer ��90 nm�, a sharp out-of-plane
tensile strain is observed, which indicates a Poisson’s effect
from in-plane compressive strains.13 On the other hand, out-
of-plane compressive strains are observed in the Si residing
on both sides of the Sb layer. The presence of opposing
strains on either side of the interface between the Si and the
Sb-doped layer places the interface in a state of shear.

Strain can facilitate �100�-oriented platelet formation and
cracking.14 First, agglomeration of vacancies is kinetically
preferred in regions of in-plane compressive strain. This ef-
fect has been previously observed in compressively strained
SiGe layers.15 Second, interactions of H with those vacancies
which are agglomerated along �100� planes facilitate the for-
mation of �100�-orientated platelets. Various studies have
proposed that vacancies play a central role in platelet
formation.16–18 Third, cracking along �100� planes is facili-
tated by the presence of an interfacial shear strain. The shear
strain can provide added forces to break Si bonds at the
cracking fronts of �100� oriented platelets.19

By confining crack propagation to extend along the
strained interface between Si and the Sb-doped layer, the

zigzag networking of microcracks is minimized. It is ex-
pected therefore that the smoothness of the transfer layer can
be enhanced. In the current study, the surface oxide layer is
etched away. This oxide layer, can, however, be left in place
and be directly bonded to a thermal oxidized wafer, thereby
assisting in the transfer of an ultrathin layer that is only 15
nm thick. Sb segregation at the Si/SiO2 interface can be an
issue for device fabrication. Sb aggregation can be reduced
by reducing the MBE growth temperature and/or by reducing
the Sb doping level for H trapping.

In summary, we have shown that a buried Sb-doped
layer in Si can be used to provide H trapping centers during
hydrogenation and thereby facilitate the transfer of a thin Si
layer. Continuous cracking following hydrogenation is con-
trolled to occur at the Sb-doped layer. Furthermore, the
thickness of the to-be-transferred Si layer can be reduced by
forming a surface oxide layer, which can then be chemically
etched away. This method of layer transfer is free of ion
implantation steps.
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FIG. 4. Out-of-plane strain as a function of depth in as-grown Si containing
a Sb-doped layer at a depth of 90 nm. The profile was deduced from x-ray
diffraction measurements.
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